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M.Jayachandran
Characterization of B. Subramanian, |J. Applied 2007 | 37 1069-
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copper substrates Sobha
Jayakrishnan
Characterization of B.Subramanian, | Indian Surface 2005 |2 64-68
57 | Brush plated Sn and S.Jayakumar Finishing
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